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(57) ABSTRACT

Methods for manufacturing strain sensors on turbine compo-
nents include providing a turbine component comprising an
exterior surface, depositing a ceramic material onto a portion
of the exterior surface, and ablating at least a portion of the
ceramic material to form a strain sensor comprising at least
two reference points.
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